
 Ei = 7.93 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Si (4,4,4) 7.908 85.75 73.7987 65.94 0.5898 38.89 7.37 39.58

Ge (1,1,7) 7.825 80.69 42.1009 42.3 1.3007 55.02 16.26 57.37

Ge (4,4,4) 7.592 73.21 39.2425 36.15 2.3933 86.52 29.92 91.55

Si (3,3,5) 7.485 70.71 12.9419 11.9 2.775 33.02 34.69 47.89

Sapph (3,3,0) 7.817 80.32 55.301 46.3 1.352 62.65 16.9 64.89

LiNbO3 (0,5,-8) 7.819 80.4 50.967 48.7 1.342 65.31 16.77 67.43

LiNbO3 (5,-5,-8) 7.819 80.4 50.966 48.7 1.342 65.31 16.77 67.43

LiNbO3 (0,-5,8) 7.819 80.4 46.971 48.7 1.342 65.31 16.77 67.43

LiNbO3 (1,5,2) 7.793 79.35 34.302 35.4 1.491 52.86 18.64 56.05

LiNbO3 (1,-6,-2) 7.793 79.35 33.515 35.4 1.491 52.86 18.64 56.05

Sapph (0,4,-10) 7.681 75.6 31.806 26.9 2.037 54.85 25.46 60.47

Sapph (0,5,4) 7.761 78.14 29.89 26 1.666 43.25 20.82 48

Sapph (1,2,14) 7.778 78.75 26.745 23.7 1.577 37.31 19.71 42.2

Quartz (2,3,4) 7.835 81.11 26.06 22.8 1.24 28.28 15.5 32.25

Quartz (3,2,-4) 7.835 81.11 26.058 22.8 1.24 28.28 15.5 32.25

Quartz (3,-5,4) 7.835 81.11 26.056 22.8 1.24 28.28 15.5 32.25

Quartz (-5,2,4) 7.835 81.11 26.055 22.8 1.24 28.28 15.5 32.25

LiNbO3 (0,-2,-16) 7.676 75.47 25.799 26 2.056 53.38 25.7 59.25

Quartz (-2,-3,-4) 7.835 81.11 25.604 22.8 1.24 28.28 15.5 32.25

Quartz (-2,5,4) 7.835 81.11 25.603 22.8 1.24 28.28 15.5 32.25

Quartz (-3,5,-4) 7.835 81.11 25.602 22.8 1.24 28.28 15.5 32.25

Quartz (5,-2,-4) 7.835 81.11 25.6 22.8 1.24 28.28 15.5 32.25

LiNbO3 (0,2,16) 7.676 75.47 23.633 26 2.056 53.38 25.7 59.25

LiNbO3 (3,3,6) 7.707 76.39 23.447 24.7 1.92 47.5 24 53.22

Quartz (2,1,-6) 7.888 84.11 23.26 21.8 0.818 17.82 10.22 20.54

Quartz (1,2,6) 7.888 84.11 23.257 21.8 0.818 17.82 10.22 20.54

Quartz (2,-3,6) 7.888 84.11 23.255 21.8 0.818 17.82 10.22 20.54

Quartz (1,-3,-6) 7.888 84.11 23.254 21.8 0.818 17.82 10.22 20.54

Quartz (-3,1,6) 7.888 84.11 23.241 21.8 0.818 17.81 10.22 20.53

Equiv. Refl.: (-3,2,-6)

Equiv. Refl.: (-5,3,-4)

Equiv. Refl.: (2,0,-16), (-2,2,-16)

Equiv. Refl.: (-3,-2,4)

Equiv. Refl.: (5,-3,4)

Equiv. Refl.: (2,-2,16), (-2,0,16)

Equiv. Refl.: (3,-6,6), (6,-3,6), (-3,6,6), (-3,-3,6), (-6,3,6)

Equiv. Refl.: (5,1,-2), (6,-1,-2), (-1,-5,-2), (-5,6,-2), (-6,5,-2)

Equiv. Refl.: (0,-4,10), (4,0,10), (4,-4,-10), (-4,0,-10), (-4,4,10)

Equiv. Refl.: (0,-5,-4), (5,0,-4), (5,-5,4), (-5,0,4), (-5,5,-4)

Equiv. Refl.: (1,-3,-14), (2,1,-14), (2,-3,14), (3,-1,-14), (3,-2,14), (-1,3,14), (-1,-2,-14), (-2,3,-14), (-2,-1,14)

(-3,1,14), (-3,2,-14)

Equiv. Refl.: (2,-5,-4)

Equiv. Refl.: (1,5,5), (1,7,1), (5,1,5), (5,5,1), (7,1,1)

Equiv. Refl.: (3,5,3), (5,3,3)

Equiv. Refl.: (3,-6,0), (6,-3,0), (-3,6,0), (-3,-3,0), (-6,3,0)

Equiv. Refl.: (-5,0,-8)

Equiv. Refl.: (5,0,8), (-5,5,8)

Equiv. Refl.: (5,-6,2), (6,-5,2), (-1,6,2), (-5,-1,2), (-6,1,2)



 Ei = 7.93 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (-2,-1,6) 7.888 84.11 22.726 21.8 0.818 17.82 10.22 20.54

Quartz (-1,-2,-6) 7.888 84.11 22.723 21.8 0.818 17.82 10.22 20.54

Quartz (-1,3,6) 7.888 84.11 22.721 21.8 0.818 17.82 10.22 20.54

Quartz (-2,3,-6) 7.888 84.11 22.72 21.8 0.818 17.82 10.22 20.54

Quartz (3,-1,-6) 7.888 84.11 22.707 21.8 0.818 17.81 10.22 20.53

LiNbO3 (3,3,-6) 7.707 76.39 22.306 24.7 1.92 47.5 24 53.22

LiNbO3 (2,4,4) 7.572 72.72 21.71 22 2.467 54.28 30.84 62.43

LiNbO3 (2,-5,10) 7.532 71.77 20.857 21.1 2.611 55.05 32.64 64

Quartz (0,5,-2) 7.638 74.39 20.444 17.5 2.215 38.69 27.69 47.58

Quartz (5,0,2) 7.638 74.39 20.442 17.5 2.215 38.69 27.69 47.58

LiNbO3 (2,-6,-4) 7.572 72.72 20.05 22 2.467 54.28 30.84 62.43

Sapph (1,4,6) 7.465 70.29 19.618 17 2.841 48.24 35.52 59.91

LiNbO3 (2,3,-10) 7.532 71.77 19.197 21.1 2.611 55.05 32.64 64

Quartz (2,-2,6) 7.474 70.47 15.086 13 2.813 36.67 35.17 50.81

Quartz (2,0,-6) 7.474 70.47 15.085 13 2.813 36.67 35.17 50.81

Quartz (0,2,6) 7.474 70.47 15.081 13 2.813 36.66 35.17 50.8

Quartz (0,-2,-6) 7.474 70.47 15.08 13 2.813 36.66 35.17 50.8

Sapph (0,1,-16) 7.783 78.97 14.626 14.1 1.546 21.75 19.33 29.09

Sapph (1,1,15) 7.619 73.9 14.528 13.3 2.289 30.47 28.62 41.8

Quartz (2,4,0) 7.71 76.46 13.732 12.2 1.909 23.25 23.87 33.32

Quartz (6,-2,0) 7.71 76.46 13.35 12.2 1.909 23.25 23.87 33.32

Quartz (4,1,-3) 7.511 71.3 13.111 11.4 2.684 30.56 33.55 45.38

Quartz (4,-5,3) 7.511 71.3 13.11 11.4 2.684 30.56 33.55 45.38

Quartz (1,4,3) 7.511 71.3 13.109 11.4 2.684 30.55 33.55 45.38

Quartz (1,-5,-3) 7.511 71.3 13.108 11.4 2.684 30.55 33.55 45.38

Quartz (-5,1,3) 7.511 71.3 13.106 11.4 2.684 30.55 33.55 45.38

Quartz (-4,-1,3) 7.511 71.3 13.096 11.4 2.684 30.56 33.55 45.38

Quartz (-4,5,-3) 7.511 71.3 13.095 11.4 2.684 30.56 33.55 45.38

Quartz (-1,5,3) 7.511 71.3 13.093 11.4 2.684 30.55 33.55 45.38

Quartz (5,-1,-3) 7.511 71.3 13.091 11.4 2.684 30.55 33.55 45.38

Equiv. Refl.: (-5,4,-3)

Equiv. Refl.: (-1,-4,-3)

Equiv. Refl.: (5,-4,3)

Equiv. Refl.: (-2,0,6), (-2,2,-6)

Equiv. Refl.: (0,-1,16), (1,0,16), (1,-1,-16), (-1,0,-16), (-1,1,16)

Equiv. Refl.: (1,1,-15), (1,-2,15), (1,-2,-15), (2,-1,15), (2,-1,-15), (-1,2,15), (-1,2,-15), (-1,-1,15), (-1,-1,-15)

(-2,1,15), (-2,1,-15)

Equiv. Refl.: (2,-6,0), (4,2,0), (4,-6,0), (-6,2,0), (-6,4,0)

Equiv. Refl.: (6,-4,0), (-2,6,0), (-2,-4,0), (-4,6,0), (-4,-2,0)

Equiv. Refl.: (5,-5,-2), (-5,0,-2), (-5,5,2)

Equiv. Refl.: (4,2,-4), (6,-2,-4), (-2,-4,-4), (-4,6,-4), (-6,4,-4)

Equiv. Refl.: (1,4,-6), (1,-5,6), (1,-5,-6), (4,1,6), (4,1,-6), (4,-5,6), (4,-5,-6), (5,-1,6), (5,-1,-6)

(5,-4,6), (5,-4,-6), (-1,5,6), (-1,5,-6), (-1,-4,6), (-1,-4,-6), (-4,5,6), (-4,5,-6), (-4,-1,6)

(-4,-1,-6), (-5,1,6), (-5,1,-6), (-5,4,6), (-5,4,-6)

Equiv. Refl.: (3,-5,-10), (5,-3,-10), (-2,5,-10), (-3,-2,-10), (-5,2,-10)

Equiv. Refl.: (3,-2,6)

Equiv. Refl.: (3,-6,-6), (6,-3,-6), (-3,6,-6), (-3,-3,-6), (-6,3,-6)

Equiv. Refl.: (4,-6,4), (6,-4,4), (-2,6,4), (-4,-2,4), (-6,2,4)

Equiv. Refl.: (3,2,10), (5,-2,10), (-2,-3,10), (-3,5,10), (-5,3,10)

Equiv. Refl.: (0,-5,2)



 Ei = 7.93 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (2,2,5) 7.64 74.45 9.492 8.8 2.207 19.5 27.58 33.78

Quartz (2,2,-5) 7.64 74.45 9.491 8.8 2.207 19.5 27.58 33.78

Quartz (2,-4,5) 7.64 74.45 9.489 8.8 2.207 19.5 27.58 33.78

Quartz (-4,2,5) 7.64 74.45 9.488 8.8 2.207 19.49 27.58 33.78

Quartz (-4,2,-5) 7.64 74.45 9.487 8.8 2.207 19.49 27.58 33.78

Quartz (5,-2,4) 7.835 81.11 9.483 9.9 1.24 12.24 15.5 19.75

Quartz (-2,-3,4) 7.835 81.11 9.474 9.9 1.24 12.23 15.5 19.74

Quartz (-2,5,-4) 7.835 81.11 9.473 9.9 1.24 12.23 15.5 19.74

Quartz (-3,-2,-4) 7.835 81.11 9.471 9.9 1.24 12.22 15.5 19.74

Quartz (-3,5,4) 7.835 81.11 9.469 9.9 1.24 12.22 15.5 19.74

Quartz (6,-3,0) 7.571 72.69 9.312 8.5 2.472 21.1 30.9 37.42

Quartz (-5,2,-4) 7.835 81.11 9.307 9.9 1.24 12.24 15.5 19.75

Quartz (2,3,-4) 7.835 81.11 9.298 9.9 1.24 12.23 15.5 19.74

Quartz (2,-5,4) 7.835 81.11 9.297 9.9 1.24 12.23 15.5 19.74

Quartz (3,2,4) 7.835 81.11 9.294 9.9 1.24 12.22 15.5 19.74

Quartz (3,-5,-4) 7.835 81.11 9.293 9.9 1.24 12.22 15.5 19.74

Quartz (3,3,0) 7.571 72.69 9.262 8.5 2.472 21.1 30.9 37.42

Quartz (-2,4,5) 7.64 74.45 9.252 8.8 2.207 19.5 27.58 33.78

Quartz (-2,-2,5) 7.64 74.45 9.251 8.8 2.207 19.5 27.58 33.78

Quartz (-2,4,-5) 7.64 74.45 9.249 8.8 2.207 19.5 27.58 33.78

Quartz (4,-2,-5) 7.64 74.45 9.248 8.8 2.207 19.49 27.58 33.78

Quartz (4,-2,5) 7.64 74.45 9.247 8.8 2.207 19.49 27.58 33.78

Quartz (3,3,1) 7.657 74.93 8.933 8.4 2.136 17.86 26.7 32.12

Quartz (3,3,-1) 7.657 74.93 8.932 8.4 2.136 17.86 26.7 32.12

Quartz (4,2,-1) 7.795 79.39 8.533 8.3 1.485 12.33 18.56 22.28

Quartz (2,4,1) 7.795 79.39 8.531 8.3 1.485 12.33 18.56 22.28

Quartz (-4,3,-5) 7.777 78.74 8.51 8.3 1.579 13.1 19.73 23.69

Quartz (-4,1,5) 7.777 78.74 8.508 8.3 1.579 13.1 19.73 23.69

Quartz (1,3,5) 7.777 78.74 8.506 8.3 1.579 13.1 19.73 23.69

Quartz (3,-4,5) 7.777 78.74 8.504 8.3 1.579 13.1 19.73 23.68

Quartz (6,-3,1) 7.657 74.93 8.497 8.4 2.136 17.86 26.7 32.12

Quartz (-3,6,-1) 7.657 74.93 8.496 8.4 2.136 17.86 26.7 32.12

Quartz (4,-3,5) 7.777 78.74 7.91 8.3 1.579 13.1 19.73 23.69

Quartz (4,-1,-5) 7.777 78.74 7.908 8.3 1.579 13.1 19.73 23.69

Quartz (-3,4,-5) 7.777 78.74 7.906 8.3 1.579 13.1 19.73 23.68

Equiv. Refl.: (2,-6,-1), (-6,2,1), (-6,4,-1)

Equiv. Refl.: (1,-4,-5), (3,1,-5)

Equiv. Refl.: (6,-3,-1), (-3,6,1), (-3,-3,-1)

Equiv. Refl.: (-3,-3,1)

Equiv. Refl.: (-1,4,5), (-1,-3,-5), (-3,-1,5)

Equiv. Refl.: (-5,3,4)

Equiv. Refl.: (3,-6,0), (-6,3,0)

Equiv. Refl.: (-2,-2,-5)

Equiv. Refl.: (3,-6,-1), (-6,3,1), (-6,3,-1)

Equiv. Refl.: (3,-6,1)

Equiv. Refl.: (4,-6,1)

Equiv. Refl.: (2,-4,-5)

Equiv. Refl.: (5,-3,-4)

Equiv. Refl.: (-3,6,0), (-3,-3,0)



 Ei = 7.93 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

Quartz (-4,6,-1) 7.795 79.39 7.753 8.3 1.485 12.33 18.56 22.28

Quartz (6,-2,-1) 7.795 79.39 7.752 8.3 1.485 12.33 18.56 22.28

Quartz (-2,-4,-1) 7.795 79.39 7.751 8.3 1.485 12.33 18.56 22.28

Quartz (-1,3,-6) 7.888 84.11 6.84 8 0.818 6.51 10.22 12.12

Quartz (-1,-2,6) 7.888 84.11 6.837 8 0.818 6.51 10.22 12.12

Quartz (-2,-1,-6) 7.888 84.11 6.834 8 0.818 6.51 10.22 12.12

Quartz (-2,3,6) 7.888 84.11 6.83 8 0.818 6.51 10.22 12.12

Quartz (3,-2,-6) 7.888 84.11 6.824 8 0.818 6.5 10.22 12.12

Quartz (3,-1,6) 7.888 84.11 6.823 8 0.818 6.5 10.22 12.12

Quartz (1,-3,6) 7.888 84.11 5.574 8 0.818 6.51 10.22 12.12

Quartz (1,2,-6) 7.888 84.11 5.571 8 0.818 6.51 10.22 12.12

Quartz (2,1,6) 7.888 84.11 5.57 8 0.818 6.51 10.22 12.12

Quartz (2,-3,-6) 7.888 84.11 5.565 8 0.818 6.51 10.22 12.12

Quartz (-3,2,6) 7.888 84.11 5.558 8 0.818 6.5 10.22 12.12

Quartz (-3,1,-6) 7.888 84.11 5.557 8 0.818 6.5 10.22 12.12

Quartz (-1,-3,5) 7.777 78.74 5.405 6 1.579 9.39 19.73 21.85

Quartz (-1,4,-5) 7.777 78.74 5.404 6 1.579 9.39 19.73 21.85

Quartz (4,-1,5) 7.777 78.74 5.403 5.9 1.579 9.39 19.73 21.85

Quartz (4,-3,-5) 7.777 78.74 5.402 5.9 1.579 9.39 19.73 21.85

Quartz (-3,-1,-5) 7.777 78.74 5.4 5.9 1.579 9.39 19.73 21.85

Quartz (-3,4,5) 7.777 78.74 5.397 5.9 1.579 9.38 19.73 21.85

Quartz (1,3,-5) 7.777 78.74 5.2 6 1.579 9.39 19.73 21.85

Quartz (1,-4,5) 7.777 78.74 5.199 6 1.579 9.39 19.73 21.85

Quartz (-4,1,-5) 7.777 78.74 5.198 5.9 1.579 9.39 19.73 21.85

Quartz (-4,3,5) 7.777 78.74 5.197 5.9 1.579 9.39 19.73 21.85

Quartz (3,1,5) 7.777 78.74 5.194 5.9 1.579 9.39 19.73 21.85

Quartz (3,-4,-5) 7.777 78.74 5.191 5.9 1.579 9.38 19.73 21.85

Quartz (2,0,6) 7.474 70.47 4.623 4.7 2.813 13.12 35.17 37.53

Quartz (2,-2,-6) 7.474 70.47 4.622 4.7 2.813 13.11 35.17 37.53

Quartz (-2,2,6) 7.474 70.47 4.621 4.7 2.813 13.11 35.17 37.53

Quartz (0,2,-6) 7.474 70.47 4.618 4.7 2.813 13.11 35.17 37.53

Sapph (2,2,12) 7.744 77.55 4.604 5.6 1.75 9.83 21.88 23.99

LiNbO3 (2,4,-5) 7.69 75.87 4.113 8.3 1.997 16.63 24.96 29.99

LiNbO3 (1,3,13) 7.677 75.48 2.328 5.9 2.055 12.13 25.68 28.4

Quartz (-3,-3,-2) 7.911 86 1.782 3.5 0.555 1.93 6.94 7.2

Quartz (-3,6,2) 7.911 86 1.78 3.5 0.555 1.93 6.94 7.2

Quartz (6,-3,-2) 7.911 86 1.777 3.5 0.555 1.92 6.94 7.2

Quartz (6,-3,2) 7.911 86 1.776 3.5 0.555 1.92 6.94 7.2

(-6,2,-5), (-6,4,5)

Equiv. Refl.: (1,-4,-13), (3,1,-13), (3,-4,13), (4,-1,-13), (4,-3,13), (-1,4,13), (-1,-3,-13), (-3,4,-13), (-3,-1,13)

(-4,1,13), (-4,3,-13)

Equiv. Refl.: (-3,6,-2)

Equiv. Refl.: (-3,-3,2)

Equiv. Refl.: (6,-4,1), (-2,6,1)

Equiv. Refl.: (-2,0,-6)

Equiv. Refl.: (0,-2,6)

Equiv. Refl.: (2,2,-12), (2,-4,12), (2,-4,-12), (4,-2,12), (4,-2,-12), (-2,4,12), (-2,4,-12), (-2,-2,12), (-2,-2,-12)

(-4,2,12), (-4,2,-12)

Equiv. Refl.: (2,-6,5), (4,2,5), (4,-6,-5), (6,-2,5), (6,-4,-5), (-2,6,-5), (-2,-4,5), (-4,6,5), (-4,-2,-5)

Equiv. Refl.: (-4,-2,1)



 Ei = 7.93 keV  ΔEg  ΔEt

Cryst Refl EB ΘB ∫ IR dΘ Width Ei cotΘ ΔE 2m, 50μm 2m, 50μm

(h,k,l) [keV] [°] [μrad] [μrad] [meV/μrad] [meV] [meV] [meV]

LiNbO3 (1,5,-1) 7.755 77.93 1.73 5.4 1.695 9.18 21.19 23.09

Quartz (6,-2,1) 7.795 79.39 1.688 2.9 1.485 4.25 18.56 19.04

Quartz (-4,5,3) 7.511 71.3 1.656 2.4 2.684 6.37 33.55 34.15

Quartz (-1,5,-3) 7.511 71.3 1.655 2.4 2.684 6.37 33.55 34.15

Quartz (5,-1,3) 7.511 71.3 1.654 2.4 2.684 6.37 33.55 34.15

LiNbO3 (1,4,9) 7.537 71.88 1.639 4.4 2.596 11.54 32.44 34.44

Sapph (2,3,8) 7.588 73.12 1.589 2.7 2.407 6.46 30.08 30.77

Quartz (2,4,-1) 7.795 79.39 1.577 2.9 1.485 4.25 18.56 19.04

Sapph (1,3,-11) 7.549 72.17 1.56 2.6 2.551 6.7 31.89 32.58

Quartz (1,-5,3) 7.511 71.3 1.498 2.4 2.684 6.37 33.55 34.15

Quartz (1,4,-3) 7.511 71.3 1.497 2.4 2.684 6.37 33.55 34.15

Quartz (3,3,2) 7.911 86 0.725 3.5 0.555 1.93 6.94 7.2

Quartz (3,-6,-2) 7.911 86 0.724 3.5 0.555 1.93 6.94 7.2

Quartz (3,3,-2) 7.911 86 0.721 3.5 0.555 1.92 6.94 7.2

Quartz (0,5,2) 7.638 74.39 0.703 1.5 2.215 3.32 27.69 27.89

Quartz (5,0,-2) 7.638 74.39 0.701 1.5 2.215 3.31 27.69 27.89

Quartz (5,-5,2) 7.638 74.39 0.7 1.5 2.215 3.31 27.69 27.89

LiNbO3 (2,3,11) 7.806 79.85 0.63 3.5 1.42 5.01 17.75 18.44

Equiv. Refl.: (2,-5,-11), (3,2,-11), (3,-5,11), (5,-2,-11), (5,-3,11), (-2,5,11), (-2,-3,-11), (-3,5,-11), (-3,-2,11)

(-5,2,11), (-5,3,-11)

Equiv. Refl.: (4,1,3), (4,-5,-3)

Equiv. Refl.: (-5,1,-3), (-5,4,3)

Equiv. Refl.: (3,-6,2), (-6,3,2), (-6,3,-2)

Equiv. Refl.: (0,-5,-2)

Equiv. Refl.: (-5,0,2)

Equiv. Refl.: (-5,5,-2)

(-4,-1,-9), (-5,1,9), (-5,1,-9), (-5,4,9), (-5,4,-9)

Equiv. Refl.: (2,-5,-8), (3,2,-8), (3,-5,8), (5,-2,-8), (5,-3,8), (-2,5,8), (-2,-3,-8), (-3,5,-8), (-3,-2,8)

(-5,2,8), (-5,3,-8)

Equiv. Refl.: (2,-6,1), (4,2,1), (4,-6,-1), (-6,2,-1), (-6,4,1)

Equiv. Refl.: (1,-4,11), (3,1,11), (3,-4,-11), (4,-1,11), (4,-3,-11), (-1,4,-11), (-1,-3,11), (-3,4,11), (-3,-1,-11)

(-4,1,-11), (-4,3,11)

(-6,1,-1), (-6,5,1)

Equiv. Refl.: (6,-4,-1), (-2,6,-1), (-2,-4,1), (-4,6,1), (-4,-2,-1)

Equiv. Refl.: (-4,-1,-3)

Equiv. Refl.: (5,-4,-3), (-1,-4,3)

Equiv. Refl.: (1,4,-9), (1,-5,9), (1,-5,-9), (4,1,9), (4,1,-9), (4,-5,9), (4,-5,-9), (5,-1,9), (5,-1,-9)

(5,-4,9), (5,-4,-9), (-1,5,9), (-1,5,-9), (-1,-4,9), (-1,-4,-9), (-4,5,9), (-4,5,-9), (-4,-1,9)

Equiv. Refl.: (1,-6,1), (5,1,1), (5,-6,-1), (6,-1,1), (6,-5,-1), (-1,6,-1), (-1,-5,1), (-5,6,1), (-5,-1,-1)


